
Product No.  B604896

Product Name:  Tungsten

CAS NO.  7440-33-7

Lot No.  T235195

Inspection Date:  2023-05-19

Reinspection Date:  2025-05-18
 

Test Specification

 PURITY(BASED ON METALS BACIS) 99.9%-100%

 TOTAL METALLIC IMPURITIES 0ppm-1000ppm

 SPECIFIC SURFACE AREA 10m2/g-15m2/g

 GRANULARITY 20nm-100nm

 APPEARANCE Silver to Dark Gray to Black Powder

 ICP: CONFIRMS TUNGSTEN COMPONENT Confirmed

 X-RAY DIFFRACTION Conforms to Structure

 INFRARED SPECTRUM Conforms to Structure
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